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Abstract 
The properties of fibre reinforced concrete were studied under monotonic loads according to Japanese, North 
American and European codes. Two different types of SIKA polypropylene fibre were with different dosages. 
One hundred and eighty tests were performed, obtaining resistance to compression, tension, bending, 
toughness, and energy absorption in the hardened state. The results show that the addition of fibres affects 
the workability of the concrete mix. The increase in fibre dosage does not affect compressive, tensile, or 
flexural strength. However, the failure changes from brittle to more ductile, allowing it to reach residual 
strengths of 50% of the maximum reached and 200% deformation. The dissipated energy increased with 
increasing fibre dosage. The performance achieved by both fibres was similar, although the optimal dosage 
was 6 kg/m3 for type A fibres and 8 kg /m3 for type B. Therefore, the replacement of flexural reinforcing steel 
in the foundation slabs of one-story buildings can be performed if adequate dosages are used in compliance 
with established analytical procedures for industrial floor design. 
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1 INTRODUCTION 

The use of fibre in construction materials dates back to the Neolithic age, where, together with the cob, adobe and 
straw were used to increase the tensile strength of elements. Currently, there are steel, glass, synthetic, carbon, and 
natural fibres in the construction industry that are used with the same principle. Additionally, its structural performance 
depends mainly on the tensile strength and the dosage of the fibre, being important to characterize the mechanical 
behavior for each type of fibre to be used. The fibres provide bridging and confinement of the cracks in the failure plane 
to considerably improve energy absorption capacity. However, a higher dosage of fibres reduces workability and 
compressive strength. Studies show that steel fibres provide superior performance to a similar dose of other fibres. 
However, corrosion can condition the durability of elements reinforced with steel fibres, which is why the use of other 
types of fibres such as synthetic is recommended when this is a problem (Costa et al., 2018). 

Fibre concrete has been used in various applications, the most frequent being constructing high-performance 
industrial floors, pavements, bridge decks, shotcrete for slope stabilization, tunnel lining, precast structural elements, 
and vaults, among others. Mendoza et al. (2011) studied the influence of a type of polypropylene fibre on the properties 
of concrete in plastic and hardened states, determining the effect that the incorporation of short polypropylene fibres 
has on its properties. Eight mixtures were manufactured, which were tested in the fresh state and at the ages of 7 and 
28 days, with fibre dosages of 1, 3 and 5 kg/m3. Air content and cracking due to plastic shrinkage were determined to the 
concrete in the fresh state, while in the hardened state, toughness and resistance to compression, tension and impact 
were obtained. The results showed that the fibres in fresh concrete reduce plastic shrinkage cracking, while in the 
hardened state, it increases toughness and impact resistance. In addition to reducing drying shrinkage and cracking, the 
rest of the variables studied did not show significant changes. 

Zheng et al. (2020) conducted laboratory tests to explore the effects of fibre dosage on the mechanical properties 
and failure modes of reinforced concrete. Samples with different dosages (0 wt%, 0.4 wt%, 0.8 wt%, or 1.2 wt%; 
wt=weight fraction) and fibre types (polypropylene, glass and polyacrylonitrile) were prepared and subjected to uniaxial 
compression tests. Before and after each test, a computerized industrial scan (CT) was carried out on each sample in 
order to analyze the evolution in time and space (deformation in time) of the internal microcracks. The experimental 
results showed that the uniaxial compressive strength in fibre reinforced concrete initially increases and decreases as 
the fibre dosage is increased. The maximum tensile strength of the glass fibre reinforced concrete was greater than that 
of the polypropylene and polyacrylonitrile fibre reinforced samples. The maximum stress in concrete with 0.8 wt% 
fibreglass exceeded the maximum stress of ordinary concrete by 39%. The deformation of fibre reinforced concrete 
increased linearly with increasing fibre dosage. The extent of the bridging effects (adhesion, bonding) of the three types 
of fibre in concrete cracks can be classified in decreasing order as fibreglass> polypropylene fibre> polyacrylonitrile fibre, 
according to the results of computerized industrial scanning. 

Abdelmajeed, W. (2020) studied the influence of hybrid steel-polypropylene fibres in improving the punching 
capacity in the slab-column connection. An experimental program was adopted to evaluate the influence of hybrid fibre 
on punch cutting as a key property in a concrete member. The results showed a significant improvement in the punching 
ability of the concrete samples with hybrid fibres compared to the single fibre concrete mixes. The improvement was 
observed even in other concrete properties such as compressive and flexural strength, crack behavior, ductility and 
toughness. 

Xu et al. (2020) addressed a study of the mechanical properties of concrete reinforced with cellulose fibre (CTF), 
polyvinyl alcohol fibre (PF) and polyolefin fibre suitable for various sprinklers (VS). The individual impact of a single fibre 
was investigated, as well as the synergistic effect of hybrid fibre on axial compressive strength, tensile strength at break, 
and shear strength. The results showed that the CTF individually improves the strength of concrete to axial compression, 
but weakens the tensile strength at break. The VS fibre weakens the tensile strength by breaking, having a small impact 
on the other two strengths. FP has a negative effect on all three resistance mechanisms. 

Usman (2020) evaluated the effect of the natural action of weathering in prestressed concrete beams. These consist 
of a control or reference mix, two steel fibre reinforced concrete (SFRC) beams, two with polypropylene fibre reinforced 
concrete (PPFRC) and one with both fibres. The samples were subjected to natural exposure to the open atmosphere for 
36 months. The durability properties studied include unit weight, compressive strength, water absorption, porosity, 
chloride penetration test, scanning electron microscope analysis, and energy scattering X-ray analysis. It was concluded 
that, by exposure to natural weather, polypropylene fibres improve durability and cancel out the effect of steel fibres in 
hybrid fibre reinforced concrete. The behavior and response of concrete reinforced with polypropylene macrofibre after 
cracking has been investigated by Amin et al., (2017) by conducting direct and indirect tensile tests. The results showed 
an increase in cracking recorded for the fibre specimens, the round panel test being the one that showed the least 
variability. Finally, an empirical formula is proposed to obtain the Strength of concrete reinforced with fibres. 
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A numerical and experimental study on behaviour of macro-synthetic fibres reinforced concrete was performed by 
Nana et al. (2021). The influence of the fibre dosage was evaluated with dosages of 3.0, 4.5, 6.0, 7.5, 9.0 and 11.5 kg/m3. 
The results obtained showed an increase in the residual tensile flexural stresses. A numerical model using the inverse 
method was also used to reproduce the stress/crack opening behaviour of FRC obtained in the experimental tests. In 
Hao & Hao (2013), the dynamic compressive properties of spiral fibre reinforced concrete were conducted. Specimens 
with different volume fractions of spiral fibres ranging from zero to 1.5% were tested. The results obtained showed that 
the compressive and tensile strengths, material ductility, and energy absorption capability of steel fibre reinforced 
concrete increase with the volume fraction of spiral fibres. The experimental study on the effect of high strain rate on 
compressive behavior of plain and fibre-reinforced high-strength concrete with strength between 80-90 MPa was 
conducted by Wang et al. (2012). The compressive strength, elastic modulus, critical strain, and toughness of the 
concrete were increased with strain rate. The deflection of reinforced concrete beams with recycled steel fibres was 
studied by Fantilli et al. (2021). In specimens with a low dosage of fibres, there is a reduction in deflections and the load 
at yielding of steel increases with the content of fibres. On the contrary, the mechanical behavior of R/FRC and RC beams 
does not substantially differ in the presence of a highy effective reinforcement ratio. 

In the study conducted by Fan et al. (2020), the shrinkage and fracture properties of superabsorbent polymers (SAP) 
modified concrete with and without hybrid fibres were investigated. The results showed that compared with that of SAP 
modified concrete, the fracture energy was increased, and the total cracking per unit of area was reduced. The addition of 
both the hybrid fibre and SAP significantly reduced the shrinkage of the concrete, mainly by decreasing the shrinkage rate 
of the concrete and accelerating the time required for the concrete shrinkage to stabilize. According to research performed 
by Nogales and de la Fuente (2021), a numerical study based on the finite element method was implemented and validated 
by means of results from existing full-scale tests. The structural efficiency of the fibre reinforced concrete elements is more 
noticeable when low residual strength classes are considered. On the other hand, the structural response of a fibre 
reinforced concrete pile-supported flat slab was conducted by means of full-scale tests (Aidarov et al.,2021). The results 
obtained in this experimental program represent new evidence of the structural suitability of the SFRC in a pile-supported 
flat slab, even with total substitution of the longitudinal steel bars. In Wang et al. (2021), the static and flexural fatigue 
performance of ultra-high performance fibre reinforced concrete (UHPFRC) slabs were studied. In contrast to straight steel 
fibers, the results showed that the use of hooked-end steel fibres could have a better advantage to increase the crack 
resistance and post-cracking stiffness of the deck specimens. Due to the use of steel fibres and steel bars, cracks in the 
UHPFRC deck specimens propagated rather slowly under both static and fatigue loads. 

In the research performed by Junaid et al. (2021), the addition of macro-polypropylene fibres improves the stress-
strain performance of natural aggregate concrete (NAC). However, limited studies focus on the stress-strain performance 
of macro-polypropylene fibre-reinforced recycled aggregate concrete (RAC). Considering the variability of coarse 
recycled aggregates (CRA), more studies are needed to investigate the stress-strain performance of macro-polypropylene 
fibre-reinforced RAC. The negative effect of CRA on the properties of concrete samples can be minimized by adding 
BarChip macro-polypropylene fibres. The applicability of the stress-strain model previously developed for macro-
synthetic and steel fibre-reinforced NAC and RAC to BFNAC and BFRAC is also examined. In the investigation performed 
by Camille et al. (2020), the evaluation of macro-synthetic fibre reinforced concrete (MSFRC) structural performances 
under both static and dynamic loadings was studied. The results showed that the macro-synthetic fibre reinforcement 
can improve the durability of concrete and reduce the damage caused through thermal cycles. In the tests performed, 
the fibre reinforced concrete has been proposed to minimize the static and dynamic failure modes while as anticipated, 
improve the post-cracking behaviour. It is a common perception that fibre reinforced concretes (FRC) are prone to 
internal and external deterioration due to the presence of these. This fact is the reason why the construction industry is 
reluctant to use FRC (except for steel bar reinforcement) despite having a host of advantages. 

The experimental study carried out by Baarimah and Moshin (2017) shows the behavior of concrete slabs with steel 
fibres for different dosages by testing six reinforced concrete slabs. The results obtained show a change in the failure 
mode from brittle to ductile and allows a reduction in the thickness of the slabs. On the other hand, a numerical and 
experimental investigation carried out by (Cajka et al., 2020a) studied the behavior of four concrete slabs reinforced with 
steel fibre. Different types of tests can be performed to evaluate the behavior of fibre-reinforced concrete elements 
(Cajka et al., 2020b). Basic tests such as compression and traction make it possible to obtain basic properties such as 
modulus of elasticity and resistance according to the type of applied stress. The bending tests in beams or slabs allow to 
obtain the flexural strength, toughness and absorbed energy, these tests being the most significant because they show 
the contribution of resistance of the fibre in the structural element, completely modifying its behavior. Finally, there are 
the real-scale tests of elements such as slabs that allow evaluating additional aspects such as the soil-structure interaction 
and its incidence with the characteristics of the element. However, these latter trials are expensive and require the use 
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of more complex equipment (Cajka et al., 2020a). For this reason, in this research, a numerical modeling was carried out 
incorporating the constitutive law of fibre-reinforced concrete, previously obtained from the tests carried out, to 
evaluate the performance of the foundation slab numerically. The results show that slabs with higher dosages achieve 
higher deformations and are capable of supporting higher loads. 

Numerical models using FE, especially incorporating nonlinear analysis, are currently an effective tool for 
optimization in structural design (Cajka] et al., 2020 b). However, the designs are often limited by insufficient information 
on the materials used, which is essential to establish constitutive laws from tests when a fibre-reinforced concrete is 
used. The fibres currently used in the market show the results of tests carried out in the laboratory under controlled 
conditions. However, field conditions introduce uncertainties that modify actual performance. For this reason, in this 
research, a concrete from a ready-mix concrete company is used, adding the fibre once the concrete arrives at the work, 
trying to simulate the conditions to which the concreting of the foundation slabs is subjected. 

The effect of the variety of fibre types available on the design parameters needs to be evaluated, and its 
standardization is one of the most difficult aspects in the design process (Zollo, 1997). In addition, the fibres provide 
adhesion bridges that allow the distribution of internal forces and considerably improve the toughness and energy 
absorption capacity, allowing control of the fracture (Zollo, 1997). 

Specifically, this research proposes to characterize the behavior of reinforced concrete with polypropylene macro-
fibres from the obtaining of mechanical properties. Additionally, the implementation of the results obtained in the 
flexural design of foundation slabs in low-cost homes will be evaluated using reinforced concrete with two types of fibre 
(Fibre type A and fibre type B, both commercialized by SIKA) as an alternative to the use of reinforcing steel using 
analytical methods and its comparison with a numerical simulation in finite elements. 

2 EXPERIMENTAL PROGRAM 

The experimental study was carried out on concrete samples with two types of non-fibrillated monofilament 
polypropylene fibre belonging to the company SIKA (for commercial reasons, the names of each fibre will not be 
specified). Type A fibre has a length L=55mm, diameter φ=0.65mm (circular cross section) and tensile strength 
σ=360MPa. Type B fibre has a length L=55mm, an average width of 1.2855 with an average thickness of 0.3325mm 
(rectangular cross section) and tensile strength σ=550MPa. The tests to be carried out for the validation of the following 
research are grouped into two stages: i) for concrete in a fresh state, Settlement test according to ASTM C143 / C143M 
(2020), temperature test according to C1064 / C1064M (2017), air content according to ASTM C231 / C231M (2017) and 
density test according to ASTM C138 / C138M (2019); ii) for concrete in hardened state, compression test of cylinders 
according to ASTM C39 / C39M (2020), indirect tensile test of cylinders according to ASTM C496 / C496M (2017), flexural 
strength and flexural toughness according to JSCE-SF4 (1984), flexural strength according to ASTM C1609 / C1609M 
(2019) and energy absorption test according to EFNARC (1996). 

For each type of test, three measurements were made on three different specimens made in the SIKA-Venezuela 
laboratories. The fibres used will be called TYPE A and TYPE B, and the concrete was specified for a compressive strength 
of 28 MPa, whose coarse aggregate will not exceed a nominal size of 25mm. The fibre dosages to be used will be: 0, 4, 5, 
6, 7 and 8 kg/m3 of concrete. The behavior between the standard sample (0 kg/m3 of fibre) and the samples with different 
fibre dosages will be compared. According to the before mentioned tests, a total of 180 specimenss were made and 
distributed, as shown in Table 1 by type of fibre. 

Table 1 Specimens tested for Fibre type A and Fibre Type B 

Experimental test Specimen dimension Dosage by Fibre type 

0 
kg/m3 

4 
kg/m3 

5 
kg/m3 

6 
kg/m3 

7 
kg/m3 

8 
kg/m3 

Compression according to ASTM C39 Cylinder (φ100x200 mm) 3 3 3 3 3 3 
Indirect Tension according to ASTM C496 Cylinder (φ100x200 mm) 3 3 3 3 3 3 

Flexural according to ASTM 1609 Beam (150x150x500 mm) 3 3 3 3 3 3 
Flexural according to JSCE SF4 Beam (100x100x350 mm) 3 3 3 3 3 3 

Energy absorption according to EFNARC Slab (600x600x10 mm) 3 3 3 3 3 3 
Sub-total 15 15 15 15 15 15 

Total 90 
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In Figure 1, the stages of the manufacture of specimens and concreting of the specimens to be tested are shown. 
The cylinders, boxes and steel frames used as molds were duly prepared according to what is established in the different 
standards used, as shown in Figure 1a-1b-1c-1d-1e-1f. Figures 1g-1h-1i show stages during the reception of ready-mixed 
concrete, and Figures 1j-1k-1l show the stage of making the specimens. 

 
Figure 1: Preparation and making of cylindrical, rectangular and flat specimens for testing 

The Table 2 shows a diagram of each test carried out in the hardened concrete phase and the instrumentation used. 
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Table 2 Scheme and parameters in tests 

View of scheme View of test Parameters 

 

 

Test: ASTM C39 
Dimensiones: diameter = 100mm and 

height = 200mm 
Parameter: compressive strength 

Instrumentation: celd load and LVDT, 
incorporated in test machine. 

 

 

Test: ASTM C496 
Dimensiones: diameter = 100mm and 

height = 200mm 
Parameter: tensile strength 

Instrumentation: celd load and LVDT, 
incorporated in test machine. 

 

 

Test: ASTM C1609 
Dimensiones: width = 150mm, height = 

150mm and length =500mm 
Parameter: flexural strength 

Instrumentation: celd load and LVDT, 
incorporated in test machine. 

 

 

Test: JSCE-SF4 
Dimensiones: width = 100mm, height = 

100mm and length =350mm 
Parameter: flexural strength 

Instrumentation: celd load and LVDT, 
incorporated in test machine. 

 
 

Test: EFNARC 
Dimensiones: width = 600mm, thickness = 

100mm and length =600mm 
Parameter: Dissipated energy 

Instrumentation: celd load and LVDT, 
incorporated in test machine. 

3 RESULTS OF EXPERIMENTAL PROGRAM 

3.1 Settlement according to ASTM C143 

The settlement is an important parameter during the construction of a work. Low settlements make it difficult to 
distribute the concrete in the structural elements, favoring the voids. Fibre-reinforced concretes can be affected when 
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the dosage increases. The Figure 2 shows the settlements obtained according to ASTM C143 / C143M (2020), in relation 
to the settlement of the mixture without fibre, according to the different dosages in the fresh state. The results show 
that the higher the dosage of fibre in the concrete, the lower the measured slump, reaching up to 34% reduction for TYPE 
A fibre and up to 47% for TYPE B fibre. The initial slump for the mix with TYPE fibre A reached 9.5 inches, and for the TYPE 
B fibre mix, it reached 6.5 inches. The concrete's workability loss is due to the increase of the internal cohesion of the 
components of the mixture, being an important parameter to consider when concrete with fibre is specified in civil works. 

 
Figure 2: Slump variation in tested samples 

3.2 Temperature according to ASTM C1064 

Figure 3 shows the variation of the temperature of the concrete in the fresh state according to ASTM C1064 / 
C1064M (2017) when fibres are added. The results show a slight rise in temperature. However, this elevation is due to 
the exothermic chemical reaction process of the concrete. This behavior was obtained for the two types of fibres studied. 
The preparation of the test tubes was carried out in a time interval of one hour and a half, taking approximately 10 
minutes for the preparation of all the samples corresponding to a dosage. 

 
Figure 3: Temperature variation in tested samples 
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3.3 Air contained according to ASTM C231 

The fibres during their incorporation into the concrete mix can increase the amount of air, especially at the 
microstructure level, affecting the porosity and durability of the element (Zollo, 1997). The Figure 4 shows the 
percentages of air contained in the concrete in a fresh state according to ASTM C231 / C231M (2017) and ASTM C138 / 
C138M (2019). The results show no variation as the dosage of fibre in the concrete increases. This behavior was similar 
for the two types of fibres used. The air content observed in both mixtures is within the limit recommended by the ACI 
318-14 (2014) standard of 4% to guarantee a concrete without entrapped air. 

 
Figure 4: Variation of the air contained in tested samples 

3.4 Compressive Strength according to ASTM C39 

The Compressive Strength 𝑓𝑓𝑐𝑐 = 𝑃𝑃𝑚𝑚𝑚𝑚𝑚𝑚 𝐴𝐴𝑐𝑐⁄ is obtained by dividing the maximum compression load by the cross-
sectional area of the tested cylinder. The Figure 5a ashow the compressive strength of concrete according to ASTM C39 
/ C39M (2020) obtained for the different specimens in all their dosages with fibre A and B. The results obtained are 
different between the different specimens; therefore, there is no trend or repeatability. Thus, there is no relationship 
between the loss of compressive strength and the amount of fibre added, at least in the dosages tested. The standard 
deviation obtained was 0.94 MPa for the mixture with type A fibre and 0.52 MPa for the mixture with type B fibre rhis 
was a low dispersion in the results obtained, with coefficients of variation of 2.80% and 2.21%, respectively. An increase 
in compressive strength is observed; however, this increase is not related to the dosage of fibre added to the mixture 
since there are cases in which the resistance obtained is lower with higher dosages. For example, for type A fibre, the 
resistance of cylinders with a dosage of 7 kg/m3 is lower than the resistance of the cylinders with a dosage of 5 kg/m3. In 
figures 5b and 5c, the forms of failure in the cylinder with fibre and without added fibre are observed, respectively. The 
presence of fibre prevented disintegration of the tested sample, improving the form of failure. This fact is due to the 
bridges generated by the added fibre. 
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Figure 5: (a) Variation of compressive strength in specimens with TYPE A fibre and TYPE B fibre, (b), (b) compression failure in 

specimens with fibre, (c) compression failure in specimens without fibre. 

3.5 Tensile strength according to ASTM C496 

The Tensile Strength 𝑇𝑇 = 2𝑃𝑃𝑚𝑚𝑚𝑚𝑚𝑚 𝜋𝜋𝜋𝜋𝜋𝜋 ⁄  is obtained by dividing the maximum compression load by the cross-sectional 
area of the tested cylinder. In Figure 6a the tensile strength is shown according to ASTM C496 / C496M (2017) obtained 
for the different specimens in all their dosages for fibre types A and B. The results obtained show a variation between 
the different specimens. However, there is no trend or repeatability. Therefore, there is no relationship between the loss 
of tensile strength and the amount of fibre added, at least in the dosages tested. The standard deviation obtained was 
0.063 MPa for the mixture with type A fibre and a standard deviation of 0.032 MPa for the mixture with type B fibre, 
being a low dispersion in the results obtained, with some coefficients variation of 1.92% and 1.33% respectively. In 
Figures 6c and 6d, the forms of failure in the cylinder with fibre and without added fibre are observed, respectively. The 
presence of fibre prevented, like the compression test, a disintegration of the tested sample. This outcome again shows 
the bridges generated by the added fibre in the tested mixtures. 
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Figure 6: (a) Variation of indirect tensile strength in specimens with TYPE A fibre and TYPE B fibre, (b) specimen with fibre tested to 

indirect tensile, (c) specimen without fibre tested under indirect tension 

3.6 Flexural Strength according to JSCE-SF-4 

Figure 7a and 7b shows the Load-Displacement curves for the flexural strength test according to JSCE-SF-4 (1984) 
obtained for the different specimens in all their dosages for fibre types A and B respectively. The results obtained show 
that for both types of fibre, the mixture without added fibre experiences a sudden drop in strength when maximum 
flexural strength is reached. However, increasing fibre dossification achieves higher and higher residual strength and 
greater deformation capacity. Values close to 10000 N of residual resistance were obtained in both types of fibre. In 
addition, for the maximum dosage of 8 kgf/m3, resistance values greater than 10000 N are reached for fibre type A and 
near values to 20000 N are reached for fibre type B. The deformation values are doubled when the fibre is added 
regardless of its type. In Figure 7c and 7d, median values for each dossfication are shown for fibre type A and fibre type 
B respectively. The gray areas show the dissipated area of the samples without fibre, and the yellow area shows the 
additional dissipated area when the fibres are used. As can be seen in said figures, the fibres provide inelastic incursion 
capacity and post-fracture resistance of concrete, reaching 25% post-fracture resistance of concrete in specimens with 
type A fibre and up to 47% resistance post-fracture of concrete in specimens with type B fibre. Additionally, a decrease 
in the slope can be observed in the elastic range, being more marked for type A fibre than for type B fibre. 
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Figure 7. a: Load vs. displacement in specimens tested according to JSCE-SF4 for Fibre TYPE A. b: Load vs. displacement in 

specimens tested according to JSCE-SF4 for Fibre TYPE B. c: Comparison of dissipated energy between specimens with fibre and 
without fibre according to JSCE-SF4 for Fibre TYPE A. d: Comparison of dissipated energy between specimens with fibre and without 

fibre according to JSCE-SF4 for Fibre TYPE B. 
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Figure 8a shows the flexural strength of the tested specimens. The flexural strength 𝜎𝜎𝑏𝑏 = 𝑃𝑃𝑚𝑚𝑚𝑚𝑚𝑚𝜋𝜋 𝑏𝑏ℎ2⁄  is obtained by 
dividing the maximum load and the length by the width and the height of the section squared. The results obtained show a 
slight decrease in the flexural strength of the specimens with fibre compared to the specimens without fibre. This corresponds 
to the results shown in Figures 7a and 7b, where the elastic stiffness in specimens without fibre reached higher stiffness than 
the specimens with fibre. Figure 8b shows the flexural toughness factor 𝜎𝜎𝑏𝑏 = 𝑇𝑇𝑏𝑏𝜋𝜋 𝛿𝛿𝑡𝑡𝑏𝑏𝑏𝑏ℎ2⁄ , which is obtained by dividing the 
dissipated energy up to 3mm of deflection between the width and height of the section squared. This factor allows us to obtain 
the resistance associated with the ductility of the section according to the dosage of the fibre. The results obtained show an 
increase in the resistance as the dosage increases. Type A fibre shows a greater trend than type B fibre. 

The dissipated energy is shown in figure 8c, where specimens with a greater quantity of fibre reach higher tenacity values, 
and the contribution of the fibre is evident. This energy also corresponds to the values reported in figures 7c and 7d, where 
the area in Yellow represents the increase in energy dissipated in fibre-reinforced concrete. Finally, figure 8d shows the results 
of the factor 𝑅𝑅𝑒𝑒,3 = 𝑃𝑃3𝑚𝑚𝑚𝑚 𝑃𝑃𝑓𝑓𝑓𝑓𝑓𝑓𝑓𝑓𝑡𝑡,𝑐𝑐𝑓𝑓𝑚𝑚𝑐𝑐𝑐𝑐� , which represents a measure of ductility obtained as the average of the applied load 
up to 3mm of deflection divided by the load at which the first fracture is reached, according to TR34 (2013). The results 
obtained show that all the values are greater than 0.3 for both type A fibre and type B fibre, making it possible to use them in 
the polypropylene fibre reinforced concrete design using the procedures established in TR34 (2013) for concrete reinforced 
with steel fibres. Additionally, a trend of increasing 𝑅𝑅𝑒𝑒,3can be observed with increasing fibre dosage. Finally, type A fibre 
reached higher values of 𝑅𝑅𝑒𝑒,3 than type B fibre, especially when the fibre dosage is greater than 5 kg/m3. 

 
Figure 8: (a) Flexural strength of specimens tested according to JSCE-SF4 (1984), (b) Flexural toughness factor of specimens tested 

according to JSCE-SF4 (1984), (c) Flexural toughness of specimens tested according to JSCE-SF4 (1984) and (d) Re,3 parameter used in 
the design of slabs on ground. 

3.7 Flexural Strength according to ASTM C1609 

Figure 9a and 9b shows the Load-Displacement curves for the flexural strength test according to ASTM C1609 
obtained for the specimens with dosages before mentioned for fibre types A and B respectively. The results obtained 
show that for both types of fibre, the mixture without added fibre experiences a sudden drop in strength when maximum 
flexural strength is reached. Similarly, to specimens tested according to JSCE-SF4, the specimens with fibre achieves 
higher residual strength and greater deformation capacity. Values close to 5000 N of residual resistance were obtained 
in case of Fibre type A and values with range between 2700-7500 N were reached in case of fibre type B. 

In Figure 9c and 9d, median values for each dossfication are shown for fibre type A and fibre type B respectively. 
The gray areas show the dissipated area of the samples without fibre, and the yellow area shows the additional dissipated 
area when the fibres are used. As can be seen in said figures, the fibres provide inelastic incursion capacity and post-
fracture resistance of concrete, reaching 20% post-fracture resistance of concrete in specimens with type A fibre and up 
to 41% resistance post-fracture of concrete in specimens with type B fibre. Additionally, a decrease in the slope in the 
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elastic range can be observed, being more marked for type B fibre with respect to type A fibre (otherwise than the tests 
performed according to JSCE- SF4). 

 
Figure 9a: Force vs. deformation in flexural test specimens according to ASTM C1609 for fibre TYPE A. b: Force vs. deformation in 

flexural test specimens according to ASTM C1609 for fibre TYPE B. c: Comparison of dissipated energy between specimens with fibre 
and without fibre according to ASTM C1609 for Fibre TYPE A. d: Comparison of dissipated energy between specimens with fibre and 

without fibre according to ASTM C1609 for Fibre TYPE B. 
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Figure 10a shows the flexural strength of the tested specimens. The flexural strength was obtained with the same 
procedure where 𝜎𝜎𝑏𝑏 = 𝑃𝑃𝑚𝑚𝑚𝑚𝑚𝑚𝜋𝜋 𝑏𝑏ℎ2⁄  is obtained by dividing the maximum load and the length by the width and the height 
of the section squared. The results obtained show a slight decrease in the flexural strength of the specimens with fibre 
compared to the specimens without fibre. This variation corresponds to the results shown in Figures 9a and 9b, where 
the elastic stiffness in specimens without fibre reached higher stiffness than the specimens with fibre. Figure 10b shows 
the flexural toughness factor 𝜎𝜎𝑏𝑏 = 𝑇𝑇𝑏𝑏𝜋𝜋 𝛿𝛿𝑡𝑡𝑏𝑏𝑏𝑏ℎ2⁄ , which is obtained by dividing the dissipated energy up to the 3mm 
deflection between the width and height of the section squared (ASTM C1609 does not require this value). The results 
obtained show an increase in Resistance as the dosage increases. 

The dissipated energy is shown in figure 10c, where specimens with a greater quantity of fibre reach higher tenacity 
values, and the contribution of the fibre is evident. This result also corresponds to the values reported in figures 9c and 
9d, where the area in Yellow represents the increase in energy dissipated in fibre-reinforced concrete. Finally, figure 10d 
shows the results of the factor 𝑅𝑅𝑒𝑒,3 = 𝑃𝑃3𝑚𝑚𝑚𝑚 𝑃𝑃𝑓𝑓𝑓𝑓𝑓𝑓𝑓𝑓𝑡𝑡,𝑐𝑐𝑓𝑓𝑚𝑚𝑐𝑐𝑐𝑐� , which represents a measure of ductility obtained as the average 
of the applied load up to 3mm of deflection divided by the load at which the first fracture is reached, according to TR34 
(2013). The results obtained show that all the values are greater than 0.4 for both type A fibre and type B fibre, being 
possible to use them in the reinforced concrete design with polypropylene fibre using the procedures established in TR34 
(2013) for concrete reinforced with steel fibres. Additionally, a trend of increasing 𝑅𝑅𝑒𝑒,3 can be observed with increasing 
fibre dosage. Finally, type B fibre reached higher values of 𝑅𝑅𝑒𝑒,3 than type A fibre. 

 
Figure 10: (a) Flexural strength of specimens tested according to ASTM C1609, (b) Flexural toughness factor of specimens tested 

according to ASTM C1609, (c) Flexural toughness of specimens tested according to ASTM C1609 and (d) Re,3 parameter used in the 
design of slabs on ground. 

3.8 Energy absorption according to EFNARC 

Figure 11a shows the load-displacement curve for the specimens without fibre and fibre type A, according to 
EFNARC (1996). The results obtained show that when a concrete specimen without fibre is tested, a maximum resistance 
of close to 36774 N is reached. However, for fibre type A dosages of 4 and 5 kg/m3 the residual resistance reaches up to 
19613 N and a permanent deformation 20 times greater than the standard sample occurs. For fibre type A dosages of 6 
and 8 kg/m3, a residual resistance of 29419 N and 24500 N respectively was registered, while the sample for 7 kg/m3 
reached a residual resistance of 39226 N, exceeding the resistance of the standard sample. In Figure 11b, the load-
displacement curve for the specimens without fibre and fibre type B, according to EFNARC (1996). The results obtained 
show that when a concrete specimen without fibre is tested, a maximum resistance of close to 29419 N is reached. 
However, for the dosages of 4 kg/m3 and 5 kg/m3, the residual resistance reaches up to 19613 N and a permanent 
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deformation 20 times greater than the standard sample. For dosages of 6 kg/m3 and 7 kg/m3, a residual resistance of 
29419 N was registered. In comparison, the sample for 8 kg/m3 reached a residual resistance of 39226 N, exceeding the 
resistance of the standard sample and modifying a behavior from the peak with fall to a non-linear behavior with no 
obvious peak. 

 
Figure 11: (a) Load vs. Displacement curve in specimens tested with TYPE A fibre according to EFNARC (1996) and (b) Load vs. 

Displacement curve in specimens tested with TYPE B fibre according to EFNARC (1996). 
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Figure 12 shows the dissipated energy obtained from Load vs. Displacement curves for both fibres. In figure 12a, 
the dissipated energy in specimens without fibre and fibre type A are reported. As can be seen in the figure 12a, the 
dissipated energy and the inelastic incursion capacity increase as the fibre dosage is increased. The red color shows the 
energy dissipated by the specimens without fibre. The lines in black color represent the median of each dosage, 
additionally observing that while the dosage increases, the tendency to increase energy is maintained. In figure 12b, the 
dissipated energy in specimens without fibre and fibre type B is shown. Specimens with type B fibre, in a similar way to 
type A fibre, as the fibre dosage increases, the dissipated energy and inelastic incursion capacity increases. Finally, it can 
be seen that fibre B is capable of dissipating more energy than fibre type B. This value is evidence of the effectiveness of 
the fibre to absorb tensile stresses derived from high levels of deformation, which improves the inelastic behavior of 
concrete. 

 
Figure 12: (a) Dissipated energy vs. deformation in specimens tested with fibre type A according to EFNARC (1996) and (b) 

Dissipated energy vs. deformation in specimens tested with fibre type B according to EFNARC (1996). 
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4 APPLICATION IN THE DESIGN OF SLABS ON GROUND 

 
Figura 13: Vista de la vivienda tipo usada para el diseño de la fundación. 

 
 
In this research, the results obtained in the design of foundation slabs without reinforcing steel for one-level houses 

were applied. A schematic drawing of the typical house is shown in figure 13. The structural system of the house is made 
up of steel beams and columns supported on the foundation slab by support plates and anchor bolts. The roof is 
comprised of a lightweight deck and secondary beams to transfer loads to the Primary Element System. As shown in 
Figure 13, a total of 12 columns transmit the load to the Foundation System. Conventional design codes do not 
contemplate the use of polypropylene fibres for the structural design of slabs supported on the ground. However, in this 
research the use of the methodology proposed in ACI-360 (2010) is proposed to verify the Resistance flexural in industrial 
floors, use it in the flexural design of foundation slabs in buildings. In table 3, the design procedure is described. 
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Table 3: design procedure of design slabs on ground 

Description Formulation 

1- For a load P (N), distributed in an area of 150x150mm and a 
concrete compression resistance of 21 (MPa), a Modulus of 
elasticity E (MPa) is obtained. 

𝑃𝑃 = 30,000 𝑁𝑁;  𝐴𝐴 = 150𝑥𝑥150 = 22500𝑚𝑚𝑚𝑚2 𝐸𝐸 = 4700�𝑓𝑓𝑓𝑓 =
21538 𝑀𝑀𝑃𝑃𝑀𝑀 

2- Radius of effective stiffness L (mm), where h = 170 (mm) is the 
height of the section, υ = 0.2 and K = 0.001 (N / mm3) 𝐿𝐿 = �

𝐸𝐸𝑥𝑥ℎ3

12 ∗ (1 − 𝜈𝜈2)𝑥𝑥𝑥𝑥
4

= 982 𝑚𝑚𝑚𝑚 

3-The concrete modulus of rupture fr (MPa) 𝑓𝑓𝑟𝑟 = 0.62�𝑓𝑓𝑓𝑓 = 2.95 𝑀𝑀𝑃𝑃𝑀𝑀 
4- A distribution of bending moments is obtained according to the 
following drawing: 

𝐴𝐴𝐴𝐴𝐴𝐴𝐴𝐴𝑚𝑚𝐴𝐴𝐴𝐴𝐴𝐴 𝑀𝑀 𝑅𝑅𝑒𝑒,3 = 0.4 

𝑜𝑜𝑓𝑓 𝑓𝑓𝐴𝐴𝑏𝑏𝑓𝑓𝑟𝑟 𝑡𝑡𝑡𝑡𝑡𝑡𝑓𝑓 𝐴𝐴 𝑓𝑓𝑜𝑜𝑟𝑟 𝑀𝑀 𝜋𝜋𝑜𝑜𝐴𝐴𝑀𝑀𝐴𝐴𝑓𝑓 𝑜𝑜𝑓𝑓 6 𝑘𝑘𝐴𝐴 𝑚𝑚3�  𝑀𝑀𝑡𝑡 =

𝑓𝑓𝑟𝑟𝑥𝑥𝑅𝑅𝑓𝑓,3𝑥𝑥
ℎ2

6
𝑥𝑥1𝑚𝑚𝑚𝑚 = 5472 𝑁𝑁.𝑚𝑚𝑚𝑚 𝑀𝑀𝐴𝐴 = 𝑓𝑓𝑟𝑟𝑥𝑥

ℎ2

6
𝑥𝑥1𝑚𝑚𝑚𝑚 =

13690 𝑁𝑁.𝑚𝑚𝑚𝑚 

 
where the positive moment is Mp and the negative moment is Mn. 

5- A concentrated load P applied on the slab should not exceed the 
Resistance load Pp, which is obtained using expressions by Theory 
of Yield Lines, according to Meyerhof (1962). 

𝑃𝑃𝑡𝑡 = 6𝑥𝑥 �1 +
2𝑥𝑥𝑀𝑀
𝐿𝐿
� 𝑥𝑥�𝑀𝑀𝑡𝑡 + 𝑀𝑀𝐴𝐴� = 134.79 𝑘𝑘𝑁𝑁 

6- Since Pp>P, it is suitable. 𝑃𝑃𝑡𝑡 > 𝑃𝑃; 𝑜𝑜𝑘𝑘 
7-Comparing with a model in FE with the same load hypotheses and 
properties described above, the following distribution of moments 
Mp can be obtained, where the reported values are less than 5472 
N.mm 

 
8- Comparing with a model in FE with the same load hypotheses 
and properties described above, the following stress distribution 
can be obtained at the lower edge of the slab, where 𝜎𝜎 < 𝜎𝜎𝑓𝑓𝑓𝑓 
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5 CONCLUSIONS 

In this research, an experimental study was carried out to determine the influence of monofilament-type 
polypropylene fibres in concrete mixtures, from the quantification of resistance parameters such as compressive 
strength, tensile strength, flexural strength, and energy absorption, in two types of fibre from the SIKA company. A total 
of 180 specimens were tested, which allowed to obtain the following conclusions: 

1. In the fresh state, the addition of polypropylene fibres shows that the fibres can affect the workability of the 
concrete mix. Therefore, it is a parameter to consider when the fibres are specified. 

2. Compressive strength and tensile strength were not modified in specimens with fibre. However, the failure form is 
modified from a brittle failure mechanism to a more ductile mechanism. This variation is due to the connection 
between the cementitious matrix and the fibre filaments, providing inelastic capacity and post-fracture resistance 
of the concrete. 

3. It is possible to replace the flexural reinforcing steel in floor-supported slabs of one-level homes with concrete 
reinforced with polypropylene fibres. 

4. Flexural strength is not affected by the presence of fibres. However, the toughness increases as the dosage 
increases, reaching up to 50% more toughness, and the deformability is approximately twice that of a sample 
without fibre. 

5. The energy absorption capacity is directly related to the dosage of fibre in the concrete mix. Specifically, it was 
obtained that the higher the fibre dosage, the greater the tenacity of the sample and, therefore, the greater the 
ability to resist tensile stresses, providing deformation capacity after cracking. 

6. The performance achieved by both fibres is similar. However, TYPE A fibre reached its maximum performance for a 
dosage of 6 kg/m3 and TYPE B fibre reached its maximum performance for a dosage of 8 kg/m3. 

7. The Re,3 factor obtained ranges between 0.30 and 0.57, although technical documents for design recommend that 
the fibre to be used has a  𝑅𝑅𝑒𝑒,3 ≥ 0.3. However, these values are different according to the test methods used despite 
complying with similar experimental setups. The values in range of 0.4 - 0.6 were obtained according to ASTM C1609 
and in range of 0.3 – 0.57 according to SCE-SF4 were obtained. 
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